
Table B-3:  Variability in Carbon Content Coefficients by Rank Across States (Kilograms Carbon Dioxide Per MMBtu) 

State 
Number of 

Samples Bituminous 
Sub-

bituminous Anthracite Lignite 
Alabama 946 92.85 - - 99.11 
Alaska 90 98.34 98.11 - 98.66 
Arizona 11 - 97.52 - - 
Arkansas 70 96.52 - - 94.98 
Colorado 292 94.39 96.48 - 96.48 
Georgia 35 95.03 - - - 
Idaho 1 - 94.89 - - 
Illinois  16 93.35 - - - 
Indiana 125 92.67 - - - 
Iowa 89 91.94 - - - 
Kansas 28 90.94 - - - 
Kentucky 870 92.58 - - - 
Louisiana 1 - - - 96.03 
Maryland 46 94.35 - - - 
Massachusetts  3 - - 114.82 - 
Michigan 3 92.85 - - - 
Mississippi 8 - - - 98.20 
Missouri 91 91.85 - - - 
Montana 301 105.23 97.75 103.60 99.38 
Nevada 2 94.39 - - 99.84 
New Mexico 167 95.25 94.89 103.92 - 
North Dakota 186 - - - 99.56 
Ohio 646 91.85 - - -  
Oklahoma 46 92.67 - - - 
Pennsylvania 739 93.39 - 103.65 - 
Tennessee 58 92.80 - - - 
Texas 48 - - - 94.76 
Utah 152 96.07 91.31 - - 
Virginia 456 93.53 - 98.52 - 
Washington 14 95.39 98.66 102.51 106.55 
West Virginia 566 93.89 - - - 
Wyoming 476 94.66 97.20 - - 
- No Sample Data Available  
Sources: USGS (1998) and SAIC (2002). 
 


